LITHIUM CELLS OR BATTERIES TEST SUMMARY
IN ACCORDANCE WITH SUB-SECTION 38.3
OF MANUAL OF TEST AND CRITERIA

BATTERY TRANSPORTION INFORMATION

Name of cell, battery or product manufacturer, as |Cell, battery or product manufacturer’'s contact

applicable: information to include address, phone number, email
Item Number : CR2050W address and website for more information:
Item Name . CR2050W
Item Description : Lithium Metal Battery Cell Tohoku Murata Manufacturing Co., Ltd.

1-1 Shimosugishita, Takakura, Hiwada—machi,
Koriyama—shi, Fukushima, 963-0531 Japan

Phone: +81-24-955-7854

e-mail: tmm—ga—compliance@murata.com
Website: https://www.murata.com/en—global/group/tohokumurata

Name of the test laboratory to include address, A unique test report Date of the test report:
phone number, email address and website for more |identification number:
information: UN38.3-CR2050W REV 20-Jun—-23
Tohoku Murata Manufacturing Co., Ltd. List of tests conducted and results (i.e., pass/fail):
1-1 Shimosugishita, Takakura, Hiwada—machi,
Koriyama—shi, Fukushima, 963-0531 Japan Test T.1: Altitude Simulation : Pass
Phone: +81-24-955-7854 Test T.2: Thermal Test . Pass
e-mail: tmm—ga—compliance@murata.com Test T.3: Vibration . Pass
Website: https://www.murata.com/en—global/group/tohokumurata | Test T.4: Shock : Pass
Description of cell or battery to include at a Test T.5: External short circuit : Pass
minimum: Lithium ion or Lithium metal cell or Test T.6: Impact - Pass
battery; Mass; Watt—hour rating, or lithium content; | Test T.7: Overcharge . Not applicable
Physical description of the cell/battery; and Model | Test T.8: Forced discharge - Pass
Cell/battery Type : Lithium Metal Testing additional comments:
Cell or Battery : Cell
Cell or Battery Weight 42g
LC or W/h rating :0.097 g

Physical description
: Lithium Metal Battery Cell (Coin shaped)

Reference to assembled battery testing Reference to the revised edition of the Manual of
requirements, if applicable (i.e., 38.3.3;(f) and Test and Criteria used and to amendments thereto,
38.3.3;(g): if any:

Not Applicable Revision 6 Amendment 1

PRODUCT CLASSIFICATION FOR TRANSPORT (According to UN - DGP)

UN Classification: Proper Shipping Name:

UN3090 Lithium Metal Batteries
Signature with name and title of This document remains valid as long as no changes,
signatory as an indication of the validity |modification, or additions are made to the model(s) described
of information provided: in this document, after being transported from a Tohoku

Murata Manufacturing.

The model(s) has (have) been classified according to the

Senior Manager applicable transport regulations and the UN Manual of Tests
4%‘/‘4/4"/79@@%%4 and Criteria as of the date of the certification, The model(s)

Date document was generated: must be pa.cked, Ia.beled, and d.ocumented accor.ding to country

20-Jun—23 and other international regulations for transportion.

Yukiko Haraguchi
Tohoku Quality Assurance Group

For product quotations and sales inquiries, please contact the dedicated form on the Murata Manufacturing website.
Contact to:<https://www.murata.com/en—global/contactform>
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muRata

INMOVATOR IN ELECTROMICS

Tohoku Murata Manufacturing Co., Ltd.
1-1 Shimosugishita, Takakura, Hiwada-machi,
Koriyama-shi, Fukushima 963-0531 JAPAN

Phone: +81 24 955 7834 / Fax: +81 24 958 5827

1 of 5 Page

DI AEMEREEE/Lithium cell or battery Certification

No: UN38.3-CR2050W REV
Date: June 20,2023

1. mEEM Cell (m>>J)Lt2)L/Single cell 0= >2)Lt2)L/\wF1J— /Single cell battery)
O#85Eth,/Battery(Pack) (tzJLi##R%.~ Composition of cell : )
2 . ¥¥f&44 /Model Name : CR2050W Cell Type : CR2050W (muRata) (Made in Japan)
Murata Model Name : CR2050W

3. i & %&./Customer : Murata Manufacturing Co.,Ltd.

4 . [EEEIET X MER /Test results of the UN Recommendations on the Transport of Dangerous Goods

EEENSET A MROHIER%E (38.3UFILAEIM) F A NMER/ "
= - &%/ Remarks
NO X FEHTest item Test results
T1 [BE> =1L —3 3> (Altitude simulation) OK
T2 |'2EER (Thermal test) OK
T3 |#&E) (Vibration) OK
T4 | (Shock) oK
T5 |9MEBFEEE (External short circuit) OK
T6 |EIE (Crush) OK
T7 |3@FeE (Overcharge) — —REMIXTERIL/ Primary battery is not applied.
T8 |#HIALEE (Forced discharge) OK

SHERENEH / Tested Date(T1~T6, T8) : 2023/02/27 - 2023/03/22
W2 HERSESER  Tested Date for Package : 2016/01/07~2016/01/14

5 . FT4& /Rated

IHH Item #R4%4E / Specification &% /Remarks
INVREEE / Nominal voltage 3.0V
N2/ Nominal capacity 345mAh
¥UF O LASHB=/Aggregated lithium content 0.097g

TR MER(FIEEENERER (UN Manual of Tests and Criteria 7th revied edition , Part I, subsection 38.3)(CfELY

R UICRTHD &7V LERT,

We, Tohoku Murata Manufacturing Co., Ltd., hereby certify that above results are confirmed in accordance with the
Manual of Tests and Criteria of the UN Recommendations on the Transport of Dangerous Goods, 7th revised edition,
Part I, subsection 38.3.

DA sotbr—

Hideaki Takahashi
Quality Assurance Department
Tohoku Murata Manufacturing Co., Ltd.

QMJ-19-01-06-F004, tx&2021/01/06



EEA TR FER 1

Test Result of UN Recommendations Part 1

No.:UN38.3-CR2050W REV

DATE:June 20,2023
PAGE: 2 of 3 Page

1384 / Murata Model Name

CR2050W (Made in Japan)

ERXEXIGFT / Test Company

A RS BERER BMILERFRT

{¥PT / Address

T963-0531 B REAILTHBMASE T T1-1 | EEE / Tel.

+81-24-958-3811

EREX= / Test Room

RLMHBRE / HHHBRE |

EREREARS / Test Dates

2023/02/27 - 2023/03/22

Y FEE#E / Criterion

UN Manual of Tests and Criteria 7th revised edition, Part I, sub—section 38.3

SHERZFR / Test Name TI:EBEEYSaL—oaYEE Altitude Simulation
S EL AL ZHES 4 EE Bk s 5T
glil_’:j_. HoF )l/:{j(% SR EREI] / Before HERTR / After /ﬁmfsdzz’fo—:-s ) Roecsvi,rrfu;zzbcv ﬂi%
o. Conditions mass (g) OoCV (V) mass (g) OCV (V) | <0.2%LLTF> 90%enLE Occurrence
1 4153 3.189 4153 3.189 0.00 100.0 N
2 4157 3.191 4157 3.191 0.00 100.0 N
3 4.148 3.193 4.148 3.193 0.00 100.0 N
4 4.152 3.189 4.152 3.189 0.00 100.0 N
5 RWE / 4.165 3.196 4.166 3.196 0.00 100.0 N
6 Undischarged 4157 3.197 4.158 3.197 —-0.01 100.0 N
7 4.158 3.188 4.158 3.188 0.00 100.0 N
8 4.150 3.197 4151 3.197 0.00 100.0 N
9 4.164 3.181 4.164 3.181 0.00 100.0 N
10 4.152 3.185 4.152 3.185 —-0.01 100.0 N
11 4.160 4.160 0.00 N
12 4.159 4.159 0.00 N
13 4.168 4.168 0.00 N
14 4176 4176 0.00 N
15 TEWE / 4.156 4.156 0.00 N
16| Fully discharged 4.150 4.151 -0.01 N
17 4.156 4.156 0.00 N
18 4157 4157 0.00 N
19 4163 4163 0.00 N
20 4.168 4.168 0.00 N
SAERA FK / Test Name T2 BESER Thermal
S A At L EA 4 EE B2k s 2R
glil_’:j_. HoF )l/:{j(% SR EREI / Before HERTR / After /ﬁmfsdzz’fo—:-s ) Roecsvi,rrfu;zzbcv ﬂi%
o. Conditions mass (g) oCV (V) mass (g) OCV (V) | <0.2%LLTF> 90%enLE Occurrence
1 4153 3.189 4.153 3.225 0.01 101.1 N
2 4157 3.191 4157 3.228 0.01 101.2 N
3 4.148 3.193 4.148 3.231 0.00 101.2 N
4 4.152 3.189 4.152 3.227 0.00 101.2 N
5 RWE / 4.166 3.196 4.165 3.232 0.01 101.1 N
6 Undischarged 4.158 3.197 4157 3.232 0.01 101.1 N
7 4.158 3.188 4.158 3.226 0.00 101.2 N
8 4.151 3.197 4.151 3.233 0.00 101.1 N
9 4.164 3.181 4163 3.222 0.00 101.3 N
10 4.152 3.185 4.152 3.223 0.01 101.2 N
11 4.160 4.160 0.00 N
12 4.159 4.159 0.00 N
13 4.168 4.168 0.00 N
14 4176 4176 0.00 N
15 TEHE / 4.156 4.156 0.00 N
16| Fully discharged 4.151 4.151 0.00 N
17 4.156 4.155 0.00 N
18 4157 4157 0.00 N
19 4163 4162 0.00 N
20 4.168 4.168 0.00 N
BEHAE / Mass Loss (%) |0 BtEE <1z 05%UT Mi1g= BHhBEE < 75z 02%UT O 75g< TtWEE : 0.1%UTF

[T8% / Occurrence]

T R <Rupture>
A& L <Leakage>

FN:F <Fire> BEZ:

D <Disassembly>

FEEN: V Venting>

EE74L: N <No rupture, No fire, No disassembly, No venting, No leakage>

QMJ-19-01-06-
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No.:UN38.3-CR2050W REV

EEENEHER R 2 DATE: June 20,2023
Test Result of UN Recommendations Part 2 PAGE: 30of 5 Page
SHEXRLFR / Test Name T3:#kEEAER Vibration
&5 -'j-:/ 70) I-/:Ikﬁ_l,é: Ei’%ﬁﬁﬁ / Before EKE&T& / After /EM%;J;X%\()?S / Rofsviﬁfu;jlxocv Iﬁ'/%
No. Conditions mass (g) OCV (V) mass (g) OCV (V) |<0.2%LLTF> 90%ELE Occurrence
1 4.153 3.225 4.153 3.226 -0.01 100.0 N
2 4.157 3.228 4.157 3.229 -0.01 100.0 N
3 4.148 3.231 4.148 3.232 0.00 100.0 N
4 4.152 3.227 4.152 3.227 0.00 100.0 N
5 RKWE / 4.165 3.232 4.166 3.232 -0.01 100.0 N
6 Undischarged 4.157 3.232 4.158 3.233 -0.01 100.0 N
7 4.158 3.226 4.158 3.226 0.00 100.0 N
8 4.151 3.233 4.151 3.234 0.00 100.0 N
9 4.163 3.222 4.164 3.222 -0.01 100.0 N
10 4.152 3.223 4.152 3.224 —0.01 100.0 N
11 4.160 4.160 0.00 N
12 4.159 4.159 0.00 N
13 4.168 4.168 0.00 N
14 4.176 4176 0.00 N
15 EEWE / 4.156 4.156 0.00 N
16| Fully discharged 4.151 4.151 0.00 N
17 4.155 4.156 0.00 N
18 4.157 4.157 0.00 N
19 4.162 4.163 0.00 N
20 4.168 4.168 0.00 N
SHEXRLFR / Test Name T4: FHEFER Shock
&5 ST IVIKRE wABKAT / Before BT / After /EM%;JEZ%\O?S / Rofsviﬁfu;jlﬁocv Iﬁ'/%
No. Conditions mass (g) OCV (V) mass (g) OCV (V) |<0.2%LLTF> 90%ELE Occurrence
1 4.153 3.226 4.153 3.226 0.00 100.0 N
2 4.157 3.229 4.158 3.228 -0.01 100.0 N
3 4.148 3.232 4.148 3.232 0.00 100.0 N
4 4.152 3.227 4.152 3.225 0.00 99.9 N
5 RKWE / 4.166 3.232 4.165 3.232 0.00 100.0 N
6 Undischarged 4.158 3.233 4.158 3.233 0.00 100.0 N
7 4.158 3.226 4.158 3.226 0.00 100.0 N
8 4.151 3.234 4.151 3.234 0.00 100.0 N
9 4.164 3.222 4.164 3.222 0.00 100.0 N
10 4.152 3.224 4.152 3.224 0.00 100.0 N
11 4.160 4.160 0.00 N
12 4.159 4.159 0.00 N
13 4.168 4.167 0.00 N
14 4.176 4176 -0.01 N
15 EEWE / 4.156 4.156 0.00 N
16| Fully discharged 4.151 4.151 0.00 N
17 4.156 4.156 0.00 N
18 4.157 4.157 0.00 N
19 4.163 4.163 0.00 N
20 4.168 4.168 0.00 N
BERMADHE / Mass Loss (%) |O BHEE <1g 05%UT Mig= FMEE =< 75 02%UT O 75g< BHEE : 0.1%LUT
(% / Ocourrence) E&Hﬁﬁ R <Rupture> FN:F <Fire> HEZ:D <Disassembly> F4{EE: V <Venting>
TR L <Leakage> ZREHE7%L:N <No rupture, No fire, No disassembly, No venting, No leakage>

QMJ-19-01-06-F011-1, 2t E2021/06/04 Ver10.1



Test Result of UN Recommendations Part 3

NO: UN38.3-CR2050W REV

EEg SR EE 3 DATE: June 20,2023

PAGE 4 of 5 Page

FHERB 5 / Test Name T5: 5 ER4E#E S ER External Short Circuit
s2| YUTLKE RARERE -
No. Conditions / Max. Surface Temperature 170°C= BRFER/ Ocourrence
1 61.4°C N
2 59.7°C N
3 59.2°C N
4 58.6°C N
5 RRE / 58.0°C N
6 Undischarged 59.8°C N
7 58.7°C N
8 59.2°C N
9 58.7°C N
10 59.5°C N
11 58.0°C N
12 57.8°C N
13 57.8°C N
14 57.8°C N
15 S2ME / 57.5°C N
16| Fully discharged 58.7°C N
17 58.3°C N
18 58.8°C N
19 58.2°C N
20 58.9°C N
MR <Rupture> FEMX:F <Fire> BEZ:D <Disassembly>
HR / Occurrence EEHL:N <No rupture, No fire, No disassembly>
SAERR TS / Test Name T6: FEIESER Crash
s2| YUTILKE RARERE -
No. Conditions / Max. Surface Temperature 170°C= BRFER/ Ocourrence
1 170°CLLF N
2 - 170°CLL T N
3 Un???éf?zréed 170CUT N
4 170°CLLF N
5 170°CLLF N
6 170°CLLF N
7 e 170°CLLT N
8 Ful Ijzﬁd?i;aiged 170CUT N
9 170°CLLF N
10 170°CLLF N
HRERB T T7: ;BF%E Overcharge
&4} / Not Applicable
FRERL H / Test Name T8: SAHIME Forced Discharge
&5| HYUTILRKE =
No. Conditions IRK KR/ Occurrence
1 N
2 N
3 N
4 N
5 TEWE / N
6 Fully discharged N
7 N
8 N
9 N
10 N
[38% / Occurrence) FHU:F <Fire> BZ:D <Disassembly> E®EZL: N <No fire, No disassembly>

QMJ-19-01-06-F011-1, 2ZE2021/06/04 Ver10.1



IILILRﬂ_tﬂ Egﬁggﬁm *ﬂﬂ.’ﬁﬁi No. : UN38.3-CR2050W REV

DATE : June 20,2023
INNOVATOR IN ELECTRONICS
Test Result of UN Recommendations for Package PAGE : 5 of 5 Page
BRI N - .
KRSt BALAHEE/EFT/Tohoku Murata Manufacturing Co., Ltd.
Test Company
Fh/ T963-0531 fEER BETAT1-1 =55
fEFR T ‘ ?mr%L‘.—EBIJ.IFEEIﬂBHE-Um)E'F*/'F ‘ . B/ +81-24-958-3811
Address 1-1, Shimosugishita, Takakura, Hiwada-machi, Koriyama Fukushima 963-0531 Japan Tel
FHERZE Bl SBRE ERES
Gl A MERREFm=/ BRI 2016/01/07~2016/01/14 | ZHRE= AB—1601— 001
Test Room Industrial Design OCTO Test Dates /Test No
EF)LA HEBADE
500
Model Name CRZOSOW /Quantity pes
LI A%/ v R BEP/
CR2050W W ® meBEm Japan
Cell Type Configuration Single Cell Package Location
Ao e
RS &Rk I /Packing Group Number I
Packing Group
% - B2/ FiZ/Length (L) 50 /wide (W) =& /Height (H) = /Gross Weight (kg)
Dimensions and Gross
Weight 342 mm 183 mm 150 mm 2.8 kg
k2 =
& FsiBR/Drop Test
aﬂ:.%ﬁaﬂ!ﬁ/ DT-1008
Test equipment
SHEAST wR=
SUERSRAF &A= 1. 2m SHERFESR  /Occurrence
Test condition /Drop height
1EIH D& T 58 EEZKFE(Z/ Z UL VIKI872 U/No Leakage, No damage liable to affect
ETEE5M) / The first drop test Flat on the bottom safety during transportation
Five (one for each drop) [2BIEHMZE T3tk KEZKFEIC/ UL ViR U/No Leakage, No damage liable to affect
The second drop test Flat on the top safety during transportation
ond EEDETHER RAIEZKFE(C/ Z UL ViKI872 U/No Leakage, No damage liable to affect
4th | The third drop test Flat on the long side safety during transportation
4EIEHOFE TR SRIEZ K/ Z UL ViKI872 U/No Leakage, No damage liable to affect
H The fourth drop test Flat on the short side safety during transportation
5EIEDE T sk d—7+— (&) x/ Z UL VIEIE/2 U/No Leakage, No damage liable to affect
QD 3rd The fifth drop test On a corner safety during transportation
5th 1et X BN RBBIEZE T B 5 M%7 #IR/Use the direction of carton which may have the most serious damage.
NEBERUORDGE. NEBFOREIMUDE(CEXFOLZEZENT
HIERE KSIRVWHRBBHENE U TIFRSR0\. /On the outmost layer of the YzE/ ﬁ'#ﬁ/OK
Criterion exterior container or bag, there shall be no damage which shall badly Judgment
affect safety during transportation.
BHERER/Stacking Test
ShESSZ
SUERSKAF/ No sHERFEER /Occurrence
Test condition
3MOIEFEEREE T/ 208 1 R - A - EAHRU/
Equivalent package number stacked up 3m No leakage, No distortion, No deterioration
REREEES T 57kg ) R - A - BEHRU/
Examination load calculation value No leakage, No distortion, No deterioration
EE . g .7 N
A E{E/Weight Load 155 kg g TR B EBEU
No leakage, No distortion, No deterioration
AR (GRRNGD > TSRV, MRS EXOTEHZEERDLD
N f\/J\ . = :E‘ » = . LI\\;; == =3 b i
YR 25510 Rﬂ(zt%@ﬁﬁf;’éﬂzbf D, XIFEXYPDOBERZAREICT DL wmE/ A*ﬁ/OK
Criterion SREFNMEULTIERSRRL. No leakage, no deterioration which may Judgment (=]
affect badly safety transportation, no distortion which may cause unstable
stacking.
BEYIE
(=Li
=18/0K

Q MJ-19-01-06-F006-1, t{xE2020/10/06



