LITHIUM CELLS OR BATTERIES TEST SUMMARY
IN ACCORDANCE WITH SUB-SECTION 38.3
OF MANUAL OF TEST AND CRITERIA

BATTERY TRANSPORTION INFORMATION

Name of cell, battery or product manufacturer, as |Cell, battery or product manufacturer’'s contact

applicable: information to include address, phone number, email
Item Number : CR2032W-TAB address and website for more information:
Item Name : CR2032W-TAB
Item Description : Lithium Metal Battery Cell Tohoku Murata Manufacturing Co., Ltd.

1-1 Shimosugishita, Takakura, Hiwada—machi,
Koriyama—shi, Fukushima, 963-0531 Japan

Phone: +81-24-955-7854

e-mail: tmm—ga—compliance@murata.com
Website: https://www.murata.com/en—global/group/tohokumurata

Name of the test laboratory to include address, A unique test report Date of the test report:
phone number, email address and website for more |identification number:
information: UN38.3-CR2032W-TAB(JP) REV 19-Jun-23
Tohoku Murata Manufacturing Co., Ltd. List of tests conducted and results (i.e., pass/fail):
1-1 Shimosugishita, Takakura, Hiwada—machi,
Koriyama—shi, Fukushima, 963-0531 Japan Test T.1: Altitude Simulation : Pass
Phone: +81-24-955-7854 Test T.2: Thermal Test . Pass
e-mail: tmm—ga—compliance@murata.com Test T.3: Vibration . Pass
Website: https://www.murata.com/en—global/group/tohokumurata | Test T.4: Shock : Pass
Description of cell or battery to include at a Test T.5: External short circuit : Pass
minimum: Lithium ion or Lithium metal cell or Test T.6: Impact - Pass
battery; Mass; Watt—hour rating, or lithium content; | Test T.7: Overcharge . Not applicable
Physical description of the cell/battery; and Model | Test T.8: Forced discharge - Pass
Cell/battery Type : Lithium Metal Testing additional comments:
Cell or Battery : Cell
Cell or Battery Weight :33¢g
LC or W/h rating :0.058 ¢

Physical description
: Lithium Metal Battery Cell (Coin shaped)

Reference to assembled battery testing Reference to the revised edition of the Manual of
requirements, if applicable (i.e., 38.3.3;(f) and Test and Criteria used and to amendments thereto,
38.3.3;(g): if any:

Not Applicable Revision 7

PRODUCT CLASSIFICATION FOR TRANSPORT (According to UN - DGP)

UN Classification: Proper Shipping Name:

UN3090 Lithium Metal Batteries
Signature with name and title of This document remains valid as long as no changes,
signatory as an indication of the validity |modification, or additions are made to the model(s) described
of information provided: in this document, after being transported from a Tohoku
Yukiko Haraguchi Murata Manufacturing.
Tohoku Quality Assurance Group The model(s) has (have) been classified according to the

Senior Manager applicable transport regulations and the UN Manual of Tests
g 4%‘/‘4/4"/'79@#%6/4 and Criteria as of the date of the certification, The model(s)

Date document was generated: must be packed, labeled, and documented according to country
19-Jun-23 and other international regulations for transportion.

For product quotations and sales inquiries, please contact the dedicated form on the Murata Manufacturing website.
Contact to:<https://www.murata.com/en—global/contactform>
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INNOVATOR IN ELECTRONICS

Tohoku Murata Manufacturing Co., Ltd.
1-1 Shimosugishita, Takakura, Hiwada-machi,
Koriyama-shi, Fukushima 963-0531 JAPAN

Phone: +81 24 955 7834 / Fax: +81 24 958 5827

1 of 8 Page

U AEMEREEE/Lithium cell or battery Certification

No: UN38.3-CR2032W-AB(JP)REV
Date: June 19,2023

. mESEM /Cell (m2>2)L1ZJL./Single cell O3 >2)Lt2)L)\wF U — /Single cell battery)
(#EEth /Battery(Pack) (tz)L###Rk. Composition of cell : )

. ¥F8% Model Name : CR2032W-TAB Cell Type : CR2032W (muRata) (Made in Japan)
Murata Model Name : CR2032W

. i & %4/ Customer : Murata Manufacturing Co., Ltd.
. EEENEST X MER /Test results of the UN Recommendations on the Transport of Dangerous Goods

EEENST A MROHIERE (38.3UFILAEM) FR MMER/ "
— . &%= /Remarks
NO T A hEHTest item Test results
T1 |BE> =1L —>3> (Altitude simulation) OK
T2 [|‘REHER (Thermal test) OK
T3 |#=E (Vibration) OK
T4 |&Z (Shock) OK
T5 |[9MBRAEHE (External short circuit) OK
T6 |E3E (Crush) OK
T7 [@FE (Overcharge) - —REMETIZRIL/ Primary battery is not applied.
T8 |3#HIf%EE (Forced discharge) OK

SBR=ENMEH / Tested Date(T1~T6,T8) 2023/02/27 - 2023/03/28
NS tEREMEH  Tested Date for Package : 2016/01/07~2016/01/13

. 4%/ Rated
158 /Item FIAZME / Specification {#Z /Remarks
INEEJE ./ Nominal voltage 3.0V
B E /Nominal capacity 210mAh
¥WUF O AEHEE Aggregated lithium content 0.058g

TR MERIFEEEEER (UN Manual of Tests and Criteria 7th revised edetion, Part I, subsection 38.3)(CfEL)

R UTTHER TH D EZIARAVLELET .

We, Tohoku Murata Manufacturing Co., Ltd., hereby certify that above results are confirmed in accordance with the Manual of
Tests and Criteria of the UN Recommendations on the Transport of Dangerous Goods, 7th revised edition , Part I, subsection

38.3.
e torr—

Hideaki Takahashi
Quality Assurance Department
Tohoku Murata Manufacturing Co., Ltd.

QMJ-19-01-06-F004, &(3iE2021/01/06



No.UN38.3-CR2032W-TAB(JP)REV

@@@j%ﬁﬁﬁ ﬁ:% 1 DATE;June 19,2023
PAGE: 2 of 8 Page

Test Result of UN Recommendations Part 1

HFEHR / Murata Model Name CR2032W (Made in Japan)

HERIZAN / Test Company| #AxX &t HAFBHEIER AILUB X

{EFF / Address T963-0531 RS EALUTAMANSE T T1-1 | BEE / Tel. +81-24-958-3811

SAERZE / Test Room ZeMRRE / FARRE | SAERHARY / Test Dates | 2023/02/27 - 2023/03/28

H|E R / Criterion UN Manual of Tests and Criteria 7th revised edition, Part I, sub—section 38.3
SRERL FR / Test Name T:BEYSaL—o a3 B Altitude Simulation

o . JBE SAERRI / Before SERTR / After BERoE P
wa| vouwe | FRE A/ ARmeE| wes | =2
onditions mass (g) ocv (V) mass (g) ocv (V) <0. 2%uT> 90%LL £ ccurrence
1 3.033 3.178 3.033 3.178 —-0.01 100.0 N
2 3.031 3.152 3.031 3.151 0.00 100.0 N
3 3.030 3.178 3.030 3.177 0.00 100.0 N
4 3.031 3.172 3.031 3.171 0.00 100.0 N
5 RIRE / 3.030 3.147 3.030 3.146 —-0.01 100.0 N
6 Undischarged 3.040 3.158 3.040 3.157 0.00 100.0 N
7 3.032 3.156 3.032 3.156 0.00 100.0 N
8 3.030 3.165 3.030 3.164 —-0.01 100.0 N
9 3.032 3.169 3.032 3.168 —-0.01 100.0 N
10 3.035 3.151 3.035 3.152 —0.01 100.0 N
11 3.025 3.025 0.00 N
12 3.026 3.025 0.00 N
13 3.033 3.033 0.00 N
14 3.035 3.036 —-0.01 N
15 TLERE / 3.032 3.032 0.00 N
16 ] Fully discharged 3.030 3.030 -0.01 N
17 3.025 3.025 —-0.01 N
18 3.039 3.039 —-0.01 N
19 3.038 3.038 —-0.01 N
20 3.029 3.029 —0.01 N
SAERZ FF / Test Name T2 BEHE Thermal
o . JBE s ERBI] / Before SERTR / After BERoE P,
wa| vouwe | FRE A/ e I
onditions mass (g) ocv (V) mass (g) ocv (V) <0. 2%uT> 90%LL £ ccurrence

1 3.033 3.178 3.033 3.221 0.00 101.3 N
2 3.031 3.151 3.031 3.203 0.00 101.7 N
3 3.030 3.177 3.030 3.220 0.00 101.3 N
4 3.031 3.171 3.031 3.216 0.00 101.4 N
5 RIRE / 3.030 3.146 3.030 3.200 0.00 101.7 N
6 Undischarged 3.040 3.157 3.040 3.209 0.00 101.6 N
7 3.032 3.156 3.032 3.207 0.00 101.6 N
8 3.030 3.164 3.030 3.214 —-0.01 101.6 N
9 3.032 3.168 3.032 3.215 0.00 101.5 N
10 3.035 3.152 3.035 3.204 0.00 101.7 N
11 3.025 3.025 0.00 N
12 3.025 3.026 —-0.01 N
13 3.033 3.033 0.00 N
14 3.036 3.036 0.00 N
15 ELERE / 3.032 3.032 —-0.01 N
16 ] Fully discharged 3.030 3.030 0.01 N
17 3.025 3.025 0.01 N
18 3.039 3.039 0.00 N
19 3.038 3.038 —-0.01 N
20 3.029 3.029 0.00 N

BEHMDE / Mass Loss (%) |0 BithEE <1 0.5%LLT M 1g= EMEE < 75g 02%UT O 75g< EHEE : 0.1%UT

(3% / Occurrence) E&Eﬁﬁ R <Rupture> FMX:F <Fire> HH:D <D?sassemt?|y> FEE: V <Yenting>

TR L <Leakage> EE7%L: N <No rupture, No fire, No disassembly, No venting, No leakage>

QMJ-19-01-06-F011-1, B2 2021/06/04 Ver10.1



No.UN38.3-CR2032W-TAB(JP)REV

ﬁ H:_%R 4 ) DATE; June 19,2023
PAGE: 3 of 8 Page

Test Result of UN Recommendations Part 2

SAERB M / Test Name T3:#REHEAER Vibration
. BT Lk hE $ABRH] / Before BRTR / After /EM%;EE%\OZZZS / v B
No. Conditions mass (g) OCV (V) mass (g) OCV (V) <0. %LLTD 9091 £ / Occurrence
1 3.033 3.221 3.033 3.221 0.00 100.0 N
2 3.031 3.203 3.031 3.202 0.01 100.0 N
3 3.030 3.220 3.030 3.221 0.00 100.0 N
4 3.031 3.216 3.031 3.215 0.01 100.0 N
5 RBHE / 3.030 3.200 3.031 3.198 —-0.01 99.9 N
6 Undischarged 3.040 3.209 3.040 3.207 0.00 99.9 N
7 3.032 3.207 3.032 3.205 -0.01 100.0 N
8 3.030 3.214 3.030 3.212 0.00 99.9 N
9 3.032 3.215 3.032 3.214 0.00 100.0 N
10 3.035 3.204 3.035 3.202 0.00 100.0 N
11 3.025 3.025 —-0.01 N
12 3.026 3.026 0.00 N
13 3.033 3.033 —-0.01 N
14 3.036 3.035 0.01 N
15 EEWE / 3.032 3.032 0.01 N
16| Fully discharged 3.030 3.030 -0.01 N
17 3.025 3.025 0.00 N
18 3.039 3.039 0.01 N
19 3.038 3.038 0.02 N
20 3.029 — 3.029 — 0.01 _ N
SRAERA TR / Test Name T4: E 2B Shock
z=| HoTpme $ABRH] / Before BRTR / After /EM%S;EE%\O%S | Dot Bg
No. Conditions mass (g) OCV (V) mass (g) OCV (V) <0. %LLTD 90911 £ / Occurrence
1 3.033 3.221 3.033 3.220 0.00 100.0 N
2 3.031 3.202 3.031 3.201 -0.01 100.0 N
3 3.030 3.221 3.030 3.221 0.00 100.0 N
4 3.031 3.215 3.031 3.215 -0.01 100.0 N
5 RWE / 3.031 3.198 3.030 3.197 0.01 100.0 N
6 Undischarged 3.040 3.207 3.040 3.200 0.00 99.8 N
7 3.032 3.205 3.032 3.214 0.00 100.3 N
8 3.030 3.212 3.030 3.213 0.00 100.0 N
9 3.032 3.214 3.032 3.205 —-0.01 99.7 N
10 3.035 3.202 3.035 3.202 0.00 100.0 N
11 3.025 3.025 0.01 N
12 3.026 3.026 0.00 N
13 3.033 3.033 0.00 N
14 3.035 3.036 —-0.01 N
15 EEWE / 3.032 3.032 —-0.01 N
16| Fully discharged 3.030 3.030 0.00 N
17 3.025 3.026 —-0.02 N
18 3.039 3.039 —-0.01 N
19 3.038 3.038 —-0.01 N
20 3.029 — 3.029 — —0.01 _ N
BHERHADE / Mass Loss (%) |0 BEHMEE <1g:05%UT Mg BHEE < 75 02%LUTF O 75 < BHMEE 01%LUT
T R <Rupture> FENX:F <Fire> HHEZ: D <Disassembly> FH{EEH: V <Venting>
[E& / Occurrence] B&: L <Leapkage> BELL:N <No ruptz:re, No fire, No disﬁsserzzly, No venting, Nogleakage>

QMJ-19-01-06-F011-2, 2k E2019/04/05



No.UN38.3-CR2032W-TAB(JP)REV
DATE; June 19,2023

@@@J%ﬁ% %lﬂ:l:% 3 PAGE: 4 of 8 Page
Test Result of UN Recommendations Part 3
HER R FH / Test Name T5: 9 EpsE#E SR ER External Short Circuit
&s| HUTILIREE RAKRERE <
No. Conditions / Max. Surface Temperature 170°C= REHER/ Ocourrence
1 58.7°C N
2 58.0°C N
3 59.2°C N
4 59.1°C N
5 RRE / 58.3°C N
6 Undischarged 59.4°C N
7 58.9°C N
8 58.6°C N
9 59.0°C N
10 59.5°C N
11 58.0°C N
12 57.9°C N
13 57.9°C N
14 58.0°C N
15 REWE / 58.2°C N
16| Fully discharged 58.1°C N
17 58.1°C N
18 58.3°C N
19 58.1°C N
20 58.2°C N

BT :R <Rupture> FEN:F <Fire> ™Z:D <Disassembly>

BIR / Occurrence EEHL:N <No rupture, No fire, No disassembly>

FRAERL F / Test Name T6: [EESER Crash
&= HUTILRE RARERE
No. Conditions / Max. Surface Temperature 170°C= BRHER/ Occurrence
1 170°CLLF N
2 170°CLL T N
3 Unz'?zﬁ%réed 170°CELT N
4 170°CLLF N
5 170°CLLF N
6 170°CLLF N
7 = 170°CLLF N
8 Ful Ijzﬁd?gfaiged 170°CLLF N
9 170°CLLF N
10 170°CLLF N
HERE T7: ;BF%E Overcharge
&4} / Not Applicable
SHERL 5 / Test Name T8: SAHIME Forced Discharge
&5| HYUTILRKE =
No. Conditions BB/ Ooourrence
1 N
2 N
3 N
4 N
5 TEWE / N
6 Fully discharged N
7 N
8 N
9 N
10 N

[3§% / Occurrence) FHU:F <Fire> BZ:D <Disassembly> E®EZL: N <No fire, No disassembly>
QMJ-19-01-06-F011-3, 2XxE2019/04/05
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muRata No. : UN38.3-CR2032W-AB(JP)REV
y ==
EiEEhE it R |
INNOVATOR IN ELECTRONICS DATE " June 19’2023
Test Result of UN Recommendations for Package PAGE : 5 of 8Page
SR/ - Py .
Bt BRI BE/EF/Tohoku Murata Manufacturing Co., Ltd.
Test Company
Izl T963-0531 {BBE BETHZTL1 &S
{EP T : ?m:%FrEBUJFﬁE;FDEEB?L—JF'—F* —F . . B/ +81-24-958-3811
Address 1-1, Shimosugishita, Takakura, Hiwada-machi, Koriyama Fukushima 963-0531 Japan Tel
SHERZE/ Rk SHERHAR/ HERES
LR A NERRFHT LARFRD 2016/01/07~2016/01/13 |*BES | Ag_1601-002
Test Room Industrial Design OCTO Test Dates /Test No
[ ez A D
CR2032W-TAB . 250 pcs
Model Name /Quantity
ERIU 157 Bl ERESS ]
CR2032W S _ - : Japan
Cell Type Configuration Single Cell Package Location
/j:{:l:""f‘ . .
SEER/ E#Rk I /Packing Group Number II
Packing Group
A - B2/ Rill/Length (L) 480 /wide (W) = </Height (H) B /Gross Weight (kg)
3/'"'.6”3'0”3 and Gross 363 mm 185 mm 150 mm 1.6 kg
eight
3 =
& FilB®R/Drop Test
Efc,%ﬁaxﬁ_/ DT-1008
Test equipment
EHEAAZ wR=
SERSAH AR 1. 2m HERFEER  /Occurrence
Test condition /Drop height
1EIB & T ith& [EmEZKFIC/ Z UL VIE1873: U/No Leakage, No damage liable to
ETRE(AM) [ The first drop test Flat on the bottom affect safety during transportation
Five (one for each drop) |2E1EDE FiRER REHEIKFE(C / Z UL V1872 U/No Leakage, No damage liable to
The second drop test Flat on the top affect safety during transportation
ond SEEDOE TR EAImZKEC/ Z UL ViE1873: U/No Leakage, No damage liable to
4th |The third drop test Flat on the long side affect safety during transportation
y ALEOE TR 2RIEZ K/ Z UL VIE1E73: U/No Leakage, No damage liable to
The fourth drop test Flat on the short side affect safety during transportation
2 SEIEOE TR d—7— (&) x/ Z UL VIE1E73: U/No Leakage, No damage liable to
= § The fifth drop test On a corner affect safety during transportation
oth st X BN ROIIEE (T D75ME%ZEIR/Use the direction of carton which may have the most serious damage.
HEBBRRUROBE, HEBBRORCIHIOECHETOZLEENT &
HIERLE SRR DAEIENE U TIFIRSR. /On the outmost layer of the exterior HITES ém/OK
Criterion container or bag, there shall be no damage which shall badly affect safety Judgment
during transportation.
BHEREER/Stacking Test
S ERST
SBRSRAF/ No SHERFEER /Occurrence
Test condition
3MOREERFE L/ 208k 1 R - WE - BEHRU/
X
Equivalent package number stacked up 3m No leakage, No distortion, No deterioration
AEREEEEL 38kg 5 R - WE - AU/
Examination load calculation value No leakage, No distortion, No deterioration
A ) TR - I8 - TAHR
HEATEBIB/Weight Load 65 kg g [R - BRIE-EHRU
No leakage, No distortion, No deterioration
AtRERREN D> TSRV, HitRE BXOREHERIBRDS LD
HIERAE/ it XIFTEOBEZRULZD . XISEEMDBEERZALZECTDLIR HITE/ ém/OK
Criterion EHNEU TIFRSRL. No leakage, no deterioration which may affect Judgment
badly safety transportation, no distortion which may cause unstable stacking.
HEHE

&18/0K
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N = No. :UN38.3-CR2032W-TAB(JP)REV
mulRala EEEERER ISR

DATE : June 19,2023

INNOVATOR IM ELECTROMICS

Test Result of UN Recommendations for Package PAGE : 6 of 8 Page
SR Rt SEACHI AR '
A= THEAEFR/Tohoku Murata Manufacturing Co., Ltd.
Test Company
P/ T963-0531 BB BETH#ZT1-1 Bl
fEFR T : ?m.%L..—EBIJ.IﬁEI%DEHH?Im?'F* 'F . ‘ BE/ +81-24-958-3811
Address 1-1, Shimosugishita, Takakura, Hiwada-machi, Koriyama Fukushima 963-0531 Japan Tel
HBR= = FHERH HERES
AR AT MR PLERAAE 2016/02/05~2016/02/06 |*FES|  Ag_1602-003
Test Room Industrial Design OCTO Test Dates /Test No
HeiER/ HHEA D
CR2032W-TAB _ 400 pcs
Model Name /Quantity
BRIV 1ERk/ == d)V] TR e S/
CR2032W - . e Japan
Cell Type Configuration Single Cell Package Location
Ak
DEERI &R I /Packing Group Number II
Packing Group
Tk - B= Eil/Length (L) 2 /Wide (W) = </Height (H) B & /Gross Weight (kg)
\?V'm.ens'(’”s and Gross 381 mm 196 mm 155 mm 2.1 kg
eight
)3 =
7& FalB®R/Drop Test
mﬁg"ﬁ’ DT-1008
Test equipment
S FERAT ==
SERSAT/ BFRS 1. 2m HERFESR  /Occurrence
Test condition /Drop height
1EIEHOE T ithR EmEZKE(C/ Z UL Vi#873 U/No Leakage, No damage liable to
ETEZCE) | The first drop test Flat on the bottom affect safety during transportation
Five (one for each drop) |2EIBMD& Titk& KEZEKFEC ] # UL VIEIB73 U/No Leakage, No damage liable to
The second drop test Flat on the top affect safety during transportation
ond EBEDETHER RAIEZKEC/ # UL VIEIB73 U/No Leakage, No damage liable to
4th | The third drop test Flat on the long side affect safety during transportation
’ ALEIBDFE T ER FEAEZ K/ Z UL VB2 U/No Leakage, No damage liable to
The fourth drop test Flat on the short side affect safety during transportation
3 ard SEIE O TR d—7— (A) x/ Z UL VEEIE: U/No Leakage, No damage liable to
& " The fifth drop test On a corner affect safety during transportation
Sth st XN REBIEZEZ (F D5 M%Z#EIR/Use the direction of carton which may have the most serious damage.
HEFSBRUORDHE. NEBFEORTIMIDE CEEXEFOEELZENT X
HIERHE SIRNHRDIHEN A U TIFR SR, /On the outmost layer of the exterior HITES ﬁ'#ﬁ/OK
Criterion container or bag, there shall be no damage which shall badly affect safety Judgment
during transportation.

BHEREER/Stacking Test

SERSEAF No SHERFEER /Occurrence
Test condition
3mOBREREE 208 1 R - A - EHRU/
Equivalent package number stacked up 3m No leakage, No distortion, No deterioration
BRI ES Y/ 38kg ) i - A - EHRU/
Examination load calculation value No leakage, No distortion, No deterioration
SUERTEEB Weight Load 60 kg g [PR-RE-EHEBL -
No leakage, No distortion, No deterioration
AR (ERRNGD D TFRSRV, SRS, BXOTE2EEIBIRD LD
HIFEEAE/ Hib. XFZOBEZBUZD. XIFHEMOBERZEARRECTDLDR HITES e*G/OK
Criterion FEAHNELUTIE>RSIRLY. No leakage, no deterioration which may affect Judgment
badly safety transportation, no distortion which may cause unstable stacking.

RaHE

a18/0K
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HEER

No : UN38.3-CR2032W-TAB(JP)REV

DATE :June 19,2023

Test Result of UN Recommendations for Package PAGE 7 of 8 Page
BRI/ PN HYER i
Bttt BALATHEERT / Tohoku Murata Manufacturing Co., Ltd.
Test Company
Fh/ T963-0531 fREE EETHTL-1 5
{EFR T . ?sa..%L..—EBIJ.IﬁEIﬁEEB?]mﬁ"F* "F . . =55 +81-24-958-3811
Address 1-1, Shimosugishita, Takakura, Hiwada-machi, Koriyama Fukushima 963-0531 Japan Tel
FHEREE M= FHERA EREE
AR/ A NEREEHHE/ HERRARY 2016/02/05~2016/02/06 HERES AB—1602—-003
Test Room Industrial Design OCTO Test Dates /Test No
HiER/ HEADE
CR2032W-TAB . 500 pcs
Model Name /Quantity
fERwIV 1Rk Bl EERES
Japan
Cell Type CR2032W Configuration Single Cell Package Location P
A
SR/ &R I /Packing Group Number II
Packing Group
% B2/ £iZ/Length (L) 8 /Wide (W) =< /Height (H) B & /Gross Weight (kg)
pmensions and Gross 381 mm 196 mm 155 mm 26 kg
eight
)3 ==
& FsRBR/Drop Test
Eﬁ%ﬁﬁxflﬁ‘/ DT-1008
Test equipment
ERERAZ ER= .
SBRERAF BFES 1. 2m HERFER  /Occurrence
Test condition /Drop height
1EIHOZE T ithR [EHEZKFE(C/ Z UL V#8753 L/No Leakage, No damage liable to
ETEBGME) / The first drop test Flat on the bottom affect safety during transportation
Five (one for each drop) [2[EBD& T sk KEZIKFC/ Z UL \I#873 L/No Leakage, No damage liable to
The second drop test Flat on the top affect safety during transportation
ond LB DE T s FAlmzKFEC/ Z UL VBB U/No Leakage, No damage liable to
! 4th  |The third drop test Flat on the long side affect safety during transportation
AEEDFE T ER SRAIEmAEKE(C/ Z UL VIEB/2 U/No Leakage, No damage liable to
H The fourth drop test Flat on the short side affect safety during transportation
1 5B D& T iER d—7— (&) X/ Z UL VBB U/No Leakage, No damage liable to
D 3rd The fifth drop test On a corner affect safety during transportation
Sth st XB#|NREWIEZ (TS5 % &R/ Use the direction of carton which may have the most serious damage.
HNEBFHERUVROEE. NESHEORGIMIDBEICEHMEROREEZEN T £
HIERAE/ SRR DIHEN A O TIFIRS7RL). /On the outmost layer of the exterior HITES ém/OK
Criterion container or bag, there shall be no damage which shall badly affect safety Judgment
during transportation.
BHEREER/Stacking Test
SpEAAZ
SUBREKAF/ No SHERFEER /Occurrence
Test condition
3MDEEERBEL/ 208 1 TR - B8 - EAHRU/
-
Equivalent package number stacked up 3m No leakage, No distortion, No deterioration
B EES 38kg 5 R - B8 - BHRU/
Examination load calculation value No leakage, No distortion, No deterioration
A . T - IS - EAHR
SRERTETERAE/Weight Load 60 kg 3 s - B8 - Ul
No leakage, No distortion, No deterioration
AR (EREN S > TFRSIRW, HMRE WXOTREZERS LD
HIFEEALE/ Hib. XFZOBEZRULZD. XIGHEEMOBERZEARRECTDLDRR HITE/ é*ﬁ/OK
Criterion EHNECTFRSR, No leakage, no deterioration which may affect Judgment
badly safety transportation, no distortion which may cause unstable stacking.
Ba¥IE

aH8/0OK
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INNOVATOR IN ELECTRONICS DATE : June 19,2023
Test Result of UN Recommendations for Package PAGE : 8of 8 Page

RERGF/

Bt BAATHE/EFT/Tohoku Murata Manufacturing Co., Ltd.
Test Company

fEFRI T963-0531 ESEREAILMBEMANSET42T1-1 E5E/ +81-24-958-3811

Address 1-1, Shimosugishita, Takakura, Hiwada-machi, Koriyama Fukushima 963-0531 Japan Tel

HBRZ/ 0 NEEHETEZ/ SHERAARE/ SRERES

AR l\éﬁ( )_Hﬁ AR 2020/02/17~2020/02/20 B S AB—2001-002

Test Room Industrial Design OCTO Test Dates /Test No

HerER/ HEADE
CR2032W-TAB o 1200 pcs

Sony Model Name /Quantity

fERwIV ARl Bl HRe S/
CR2032W - . o Japan

Cell Model Name Configuration Single Cell Package Location

P

DEERI &R I /Packing Group Number II

Packing Group

Tk - B= Eil/Length (L) 2 /Wide (W) = </Height (H) B & /Gross Weight (kg)

\?V'm.ens'(’”s and Gross 586 mm 394 mm 155 mm 6.8 kg

eight

e

S, —

7& FalB®R/Drop Test

mﬁg"ﬁ’ DT-100B

Test equipment

EpEaAZ HR=

et BFRS 1. 2m HERFESR  /Occurrence

Test condition /Drop height
1EIEHOE T ithR [EEZKFE(C/ Z UL Vi#873 U/No Leakage, No damage liable to

ETEZCE) | The first drop test Flat on the bottom affect safety during transportation

Five (one for each drop) |2EIBMD& Titk& KEZEKFEC ] # UL VIEIB73 U/No Leakage, No damage liable to
The second drop test Flat on the top affect safety during transportation
EBEDETHER RAIEZKEC/ # UL VIEIB73 U/No Leakage, No damage liable to
The third drop test Flat on the long side affect safety during transportation
ALEIBDFE T ER FEAEZ K/ Z UL VB2 U/No Leakage, No damage liable to
The fourth drop test Flat on the short side affect safety during transportation
SEIE O TR d—7— (A) x/ Z UL VEEIE: U/No Leakage, No damage liable to
The fifth drop test On a corner affect safety during transportation
KB REMIEZ 2 (F D5 ME%EIR/Use the direction of carton which may have the most serious damage.
HEFSBRUORDHE. NEBFEORTIMIDE CEEXEFOEELZENT X

HIERHE SIRNHRDIHEN A U TIFR SR, /On the outmost layer of the exterior HITES ﬁ'#ﬁ/OK

Criterion container or bag, there shall be no damage which shall badly affect safety Judgment
during transportation.

BHEREER/Stacking Test

SBRSAH No SHERFEER /Occurrence
Test condition
3mOBREREE 208 1 R - A - EHRU/
Equivalent package number stacked up 3m No leakage, No distortion, No deterioration
BRI ES Y/ 133kg ) i - A - EHRU/
Examination load calculation value No leakage, No distortion, No deterioration
SUERTEEB Weight Load 140 kg g [PR-RE-EHEBL -
No leakage, No distortion, No deterioration
AR (ERRNGD D TFRSRV, SRS, BXOTE2EEIBIRD LD
HIFEEAE/ Hib. XFZOBEZBUZD. XIFHEMOBERZEARRECTDLDR HITES e*G/OK
Criterion FEAHNELUTIE>RSIRLY. No leakage, no deterioration which may affect Judgment
badly safety transportation, no distortion which may cause unstable stacking.
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